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25X1
Produstion at Maxhuette, Unterwellemborn,for March 1953, was as followss
l, BRaw iron total 36,412 tons
including: ’ S ——
., | . “,'kaf'ﬂ' ‘” et
Foundry rgw iron 12,325 tons s
Thomas raw iron 23,087 tons
2o EBleotric stesl L3320 tons
- inecludings: A R AT
Mn steel 3,160 tons
Chrome nickel steel 1,152 tons
3s Thomas Steel 21,136 'bon_a
4. Rolling mill products, tobtal ' 39,408 tous
inoluding;
U4 profiles 14,730 tons
8tesl plates 9,875 tous
Steel billets 8,580 tons
Rails (heavy material) 5,390 tons
Fine rolled iron 1,493 tons
(Feimwalzeisen)
5. The quovté.‘o:f rejeoted rolled milled products amounted to 16+3%.
6. The quota of rejected rails amounted to 32.7%. »
7. In the month of April, for the first time, oxygen was used in the
production of Thomas steel to keep down the sulphur content of the
steel, .
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